Abstract: Novel pillared-layered framework materials were synthesized by high-throughput or microwave-assisted methodology that contain Mg 2+ and the zwitterionic linker HDTMP (hexamethylenediamine-N,N,N ,N -tetrakis(methylenephosphonic acid)). Three compounds were structurally characterized by X-ray powder diffraction. In the compound {Mg[(HO 3 PCH 2 ) 2 N(CH 2 ) 6 N (CH 2 PO 3 H 2 ) 2 ]·(H 2 O)} n (1), obtained at 140 • C by hydrothermal or microwave-assisted reaction, the layers are built by isolated Mg 2+ octahedra coordinated by oxygen atoms from six different zwitterionic HDTMP ligands. Each amino-bis(methylenephosphonate) moiety links three Mg 2+ ions, bridging two of them through one phosphonate group and connecting the third polyhedron in a monodentate fashion. In Compound 2, {Mg[(HO 3 PCH 2 ) 2 N(CH 2 ) 6 N(CH 2 PO 3 H 2 ) 2 ]} n , hydrothermally synthesized at 180 • C, the layers are composed of bidentate amino-bis(methylenephosphonate) moieties connected to three Mg 2+ ions, with one of the phosphonate groups acting as a bridging ligand.
Introduction
Among the large family of (poly)phosphonate ligands [1] , those that contain an amino group constitute a special category. The so-called aminomethylenephosphonates are prepared from a primary amine via the "Mannich-type" reaction (also referred to as the "Irani-Moedritzer" reaction) [2] . Some of their attractive structural features include (a) variation in the number of phosphonate groups, based on the number of starting amine groups (e.g., one primary amine can be converted to two methylenephosphonate moieties), (b) flexibility of the polymethylene chain connecting the N atoms, (c) structural systematics in the case of systematically altered starting amines, and (d) the zwitterionic character of the molecule (the basic N atom is always protonated at pH < 10) [3] .
A particular group of tetraphosphonates (see Figure 1 ) has been synthesized starting from the corresponding diamines [4] . In these, the N atoms are linked with a systematically elongated polymethylene chain (from two to twelve carbon atoms), whereas the two ends of the molecule are the same, with an amino-bis(methylenephosphonate) on each side.
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A particular group of tetraphosphonates (see Figure 1 ) has been synthesized starting from the corresponding diamines [4] . In these, the N atoms are linked with a systematically elongated polymethylene chain (from two to twelve carbon atoms), whereas the two ends of the molecule are the same, with an amino-bis(methylenephosphonate) on each side. Various members of this family have been used for several applications. A complex of 153 Sm with EDTMP (n = 2) has been investigated as a potential radiotherapeutic agent for treatment of bone tumors [5] . Hybrid materials of EDTMP and HDTMP (n = 6) with various alkaline-earth metal ions have been used as metallic corrosion inhibitors [6, 7] . Coordination polymers with HDTMP have shown gas uptake properties, including a breathing behavior and NH3 adsorption [8, 9] . Furthermore, the 3D La-HDTMP showed high proton conductivity, up to 8 × 10 −3 S•cm −1 , and NO releasing capabilities [10] . Photoluminescent lanthanide-HDTMP materials "decorated" with sulfate anions have been also recently reported. The latter materials were demonstrated to be amenable to synthetic modification by inclusion of auxiliary anions, such as sulfate [11] . By increasing the alkyl chain length of the ligand to n = 8 (ODTMP) led to an 3D ultramicroporous structure (Mg-ODTMP) exhibiting high CO2 selectivity from CO2/CH4 mixtures and proton conductivity (1.6 × 10 −3 S•cm −1 ) [12] .
In addition to the aforementioned "flexible" aminomethylene tetraphosphonate linkers, there is a plethora of other rigid ligands. A few examples are warranted. Tetraphosphonates and their corresponding metal derivatives, based on "flat" phenyl and anthracene cores, have been reported. [13] . Phenyl groups-containing compounds exhibited proton conductivity properties which specifically depend on the relative position of the phosphonic groups [14, 15] . With this type of rigid ligand, high catalytic and proton conductivities, up to 2.58 × 10 −2 S•cm −1 , were found [16] . Tetraphosphonates with a tetrahedral structure have been also published [17, 18] . Recently, a review on tetraphenylmethane (TPPM) and tetraphenylsilane (TPPSi) as building units of coordination polymers has been reported [19] . Other groups of materials derive from porphyrin cores with peripheral phosphonate [20] . The resulting isostructural porphyrin-based phosphonates showed high crystallinity, chemical stability, and permanent porosity. The reader is referred to a recent excellent review on various tetraphosphonate linker structural types and their metal derivatives [21] .
In this paper, we describe the preparation, characterization, structural determination, and gas adsorption and proton conductivity properties of a family of three new magnesium Various members of this family have been used for several applications. A complex of 153 Sm with EDTMP (n = 2) has been investigated as a potential radiotherapeutic agent for treatment of bone tumors [5] . Hybrid materials of EDTMP and HDTMP (n = 6) with various alkaline-earth metal ions have been used as metallic corrosion inhibitors [6, 7] . Coordination polymers with HDTMP have shown gas uptake properties, including a breathing behavior and NH 3 adsorption [8, 9] . Furthermore, the 3D La-HDTMP showed high proton conductivity, up to 8 × 10 −3 S·cm −1 , and NO releasing capabilities [10] . Photoluminescent lanthanide-HDTMP materials "decorated" with sulfate anions have been also recently reported. The latter materials were demonstrated to be amenable to synthetic modification by inclusion of auxiliary anions, such as sulfate [11] . By increasing the alkyl chain length of the ligand to n = 8 (ODTMP) led to an 3D ultramicroporous structure (Mg-ODTMP) exhibiting high CO 2 selectivity from CO 2 /CH 4 mixtures and proton conductivity (1.6 × 10 −3 S·cm −1 ) [12] .
In addition to the aforementioned "flexible" aminomethylene tetraphosphonate linkers, there is a plethora of other rigid ligands. A few examples are warranted. Tetraphosphonates and their corresponding metal derivatives, based on "flat" phenyl and anthracene cores, have been reported. [13] . Phenyl groups-containing compounds exhibited proton conductivity properties which specifically depend on the relative position of the phosphonic groups [14, 15] . With this type of rigid ligand, high catalytic and proton conductivities, up to 2.58 × 10 −2 S·cm −1 , were found [16] . Tetraphosphonates with a tetrahedral structure have been also published [17, 18] . Recently, a review on tetraphenylmethane (TPPM) and tetraphenylsilane (TPPSi) as building units of coordination polymers has been reported [19] . Other groups of materials derive from porphyrin cores with peripheral phosphonate [20] . The resulting isostructural porphyrin-based phosphonates showed high crystallinity, chemical stability, and permanent porosity. The reader is referred to a recent excellent review on various tetraphosphonate linker structural types and their metal derivatives [21] .
In this paper, we describe the preparation, characterization, structural determination, and gas adsorption and proton conductivity properties of a family of three new magnesium tetraphosphonates-Mg-HDTMP (HDTMP = hexamethylenediamine-N,N,N ,N -tetrakis (methylenephosphonic acid)), two of which are polymorphs. The CO 2 and NH 3 uptake/desorption together with the induced structural changes in the frameworks of these Mg-HDTMPs are discussed. Additionally, the proton conductivity properties for the three magnesium compounds are reported and the influence of the dehydration/rehydration processes in enhancing the proton conductivity values is underlined.
Results and Discussion
The hydrothermal synthesis screening revealed that the compound {Mg[(HO 3 PCH 2 ) 2 N(CH 2 ) 6 N (CH 2 PO 3 H 2 ) 2 ]·(H 2 O)} n (1) was the only monophasic product that could be isolated from aqueous solution, with a Mg:HDTMP molar ratio 1:2 and pH < 1.5. In contrast, other synthetic conditions led to mixed phases. Furthermore, the title compound was obtained by MW-assisted synthesis much more rapidly (30 min vs. 7 days), at the same experimental conditions and with higher yields (see Experimental Section). Synthesis of the compound {Mg[(HO 3 
Thermal Behavior
The TG curve for 1 reveals a one step-dehydration taking place in the 135-180 • C range with an associated weight loss of 3.79%, which is consistent with the loss of one water molecule (calculated 3.38%), compared to the anhydrous solid 2 ( Figure 2 ). Ligand decomposition starts above 320 • C. tetraphosphonates-Mg-HDTMP (HDTMP = hexamethylenediamine-N,N,N′,N′-tetrakis(methylenephosphonic acid)), two of which are polymorphs. The CO2 and NH3 uptake/desorption together with the induced structural changes in the frameworks of these Mg-HDTMPs are discussed. Additionally, the proton conductivity properties for the three magnesium compounds are reported and the influence of the dehydration/rehydration processes in enhancing the proton conductivity values is underlined.
Results and Discussion
The hydrothermal synthesis screening revealed that the compound {Mg[(HO3PCH2)2N(CH2)6N (CH2PO3H2)2]•(H2O)}n (1) was the only monophasic product that could be isolated from aqueous solution, with a Mg:HDTMP molar ratio 1:2 and pH < 1.5. In contrast, other synthetic conditions led to mixed phases. Furthermore, the title compound was obtained by MW-assisted synthesis much more rapidly (30 min vs. 7 days), at the same experimental conditions and with higher yields (see Experimental Section). Synthesis of the compound {Mg[(HO3PCH2)2N(CH2)6N(CH2PO3H2)2]}n (2) required a Mg:HDTMP molar ratio 1:1, pH = 2.3, and a reaction conducted at 180 C (5 days) in aqueous solution or at 130 C in mixed H2O/DMF = 1:2 v/v or with a H2O/DMF molar ratio = 1:4, with at least a metal/ligand molar ratio of 1:4. It was noted that this compound appears as a minority secondary phase in most solids isolated from reactions run at 130 C in aqueous solutions.
Thermal Behavior
The TG curve for 1 reveals a one step-dehydration taking place in the 135-180 °C range with an associated weight loss of 3.79%, which is consistent with the loss of one water molecule (calculated 3.38%), compared to the anhydrous solid 2 ( Figure 2 ). Ligand decomposition starts above 320 C. Further studies by thermodiffraction of Compound 1 (Figure 3 ) indicate that the solid remains crystalline before decomposition and, moreover, a crystalline-to-crystalline phase transformation occurs concomitantly with its dehydration, leading to a new anhydrous phase, namely, {Mg[(HO3PCH2)2N(CH2)6N(CH2PO3H2)2]}n (1deh). This process is fully reversible upon equilibrating the solid at room temperature. Further studies by thermodiffraction of Compound 1 (Figure 3 ) indicate that the solid remains crystalline before decomposition and, moreover, a crystalline-to-crystalline phase transformation occurs concomitantly with its dehydration, leading to a new anhydrous phase, namely, {Mg[(HO 3 PCH 2 ) 2 N(CH 2 ) 6 N(CH 2 PO 3 H 2 ) 2 ]} n (1deh). This process is fully reversible upon equilibrating the solid at room temperature. 
Crystal Structures
Crystal structures for Compounds 1 and 2 were solved ab initio from laboratory X-ray powder diffraction data, while Compound 1deh was solved by Rietveld refinement using as a starting structural model the crystal structure reported for Mg-ODTMP•2H2O (ODTMP stands for the octamethylene analog of HDTMP) [12] . Crystallographic data for all studied compounds are presented in Table 1 , and the final Rietveld plots are given in Figures S1-S3 (Supplementary Materials). Compounds 1 and 2 crystallize in the triclinic system. Both contain two Mg 2+ ions in special positions, and a crystallographically independent HDTMP 2− ligand. Compound 1deh, isoreticular with Mg-ODTMP·2H 2 O [12] , crystallizes in the monoclinic system with space group C2/c. All solids exhibit pillared layered structures. For Compounds 1 and 1deh, the layers (plane bc) are built by isolated Mg 2+ octahedra coordinated by oxygen atoms from six different zwitterionic HDTMP ligands [22] [23] [24] [25] [26] [27] . Each amino-bis(methylenephosphonate) moiety links three Mg 2+ ions, bridging two of them through one phosphonate group and connecting the third polyhedron in a monodentate fashion. The two free oxygens of the monodentate phosphonate group point toward the interlayer space ( Figure 4 ). Each layer in Compound 2 is constructed by bidentate amino-bis(methylenephosphonate) moieties connecting three Mg 2+ ions, while one of phosphonate groups acts as a bridging ligand ( Figure 4) . Again, the two uncoordinated oxygens of the other phosphonate group point toward the interlayer space. For all three structures, neighboring layers are propped apart along the c axis by the alkyl chain ( Figure 5 ). Viewed along the b axis, 1D channels result in the interlayer region of 1 and 1deh frameworks, which are filled by the lattice water in 1. Consequently, H-bonding interactions arise between the water and the hydrogenphosphonate groups ( Figure S4 and Table S1 ), which are absent when no water is present, as in Compound 1deh (Table S2) . However, the different metal/ligand connectivity displayed in Compound 2 demonstrates strong H-bonding interactions between proximal, "face-to-face" hydrogenphosphonate groups located in interlayer hydrophilic channels (Table S3) . Compounds 1 and 2 crystallize in the triclinic system. Both contain two Mg 2+ ions in special positions, and a crystallographically independent HDTMP 2− ligand. Compound 1deh, isoreticular with Mg-ODTMP•2H2O [12] , crystallizes in the monoclinic system with space group C2/c. All solids exhibit pillared layered structures. For Compounds 1 and 1deh, the layers (plane bc) are built by isolated Mg 2+ octahedra coordinated by oxygen atoms from six different zwitterionic HDTMP ligands [22] [23] [24] [25] [26] [27] . Each amino-bis(methylenephosphonate) moiety links three Mg 2+ ions, bridging two of them through one phosphonate group and connecting the third polyhedron in a monodentate fashion. The two free oxygens of the monodentate phosphonate group point toward the interlayer space (Figure 4 ). Each layer in Compound 2 is constructed by bidentate amino-bis(methylenephosphonate) moieties connecting three Mg 2+ ions, while one of phosphonate groups acts as a bridging ligand (Figure 4) . Again, the two uncoordinated oxygens of the other phosphonate group point toward the interlayer space. For all three structures, neighboring layers are propped apart along the c axis by the alkyl chain ( Figure 5 ). Viewed along the b axis, 1D channels result in the interlayer region of 1 and 1deh frameworks, which are filled by the lattice water in 1. Consequently, H-bonding interactions arise between the water and the hydrogenphosphonate groups ( Figure S4 and Table S1 ), which are absent when no water is present, as in Compound 1deh (Table S2) . However, the different metal/ligand connectivity displayed in Compound 2 demonstrates strong H-bonding interactions between proximal, "face-to-face" hydrogenphosphonate groups located in interlayer hydrophilic channels (Table S3 ). 
Gas Adsorption
N2 and CO2 adsorption isotherms were measured for degassed Compounds 1 and 2 (see Figure  S5 as an example). N2 adsorption are typical of non-porous solids (BET surface area of ≤4 m 2 •g −1 ). On the other hand, CO2 adsorption collected at 273 K and under pressure up to 1 bar, gave surface areas, as deduced from the Dubinin-Radushkevich equation, of 55 m 2 •g −1 and 11 m 2 •g −1 , corresponding to total amounts of adsorbed CO2 of 0.105 and 0.05 mmol•g −1 , respectively. The obtained CO2 adsorption capacities are significantly lower than that obtained for Mg-ODTMP (0.8 mmol/g). This behavior can be attributed to the higher flexibility imparted by a longer linker (8 vs. 6 carbon atoms) in order to accommodate weakly adsorbed guest molecules, such as CO2. At high CO2 pressures (3-10.5 bar), Compound 1deh (obtained by in situ dehydration of 1 at 200 C under CO2 flow and pressure 3 bar) behaves as a guest-responsive framework as revealed by the splitting of low angle diffraction peaks that may be attributed to different conformations of the pillaring alkyl chains occurring upon CO2 degassing from 10.5 to 1 bar ( Figure 6 ). Concomitant to this crystalline-to-crystalline transformation, a partial amorphization was also detected. All these changes became permanent upon completion the adsorption/desorption process.
Exposure of Solids 1 and 2 to concentrated ammonia solution (14%) led to two new partially amorphized phases, 3 and 4, respectively, with different water/ammonia content, but without any structural changes in the crystalline phases. The reaction with ammonia occurs via a different process in Compounds 1 and 2. While the particle sizes for 1 and 3 are quite similar, ~1200 and 1400 Å, respectively, the adsorption of ammonia by Solid 2 provokes a significant reduction in the particle sizes, from 1190 Å, for Solid 2, to 758 Å for 4. This fact suggests a distinct hydrolytic mechanism that is corroborated by the higher uptake of guest species (NH3/H2O) observed for 4 than for 3 (9.5 NH3/H2O molecules vs. 5.5 molecules per formula for 4 and 3, respectively). Figure 6 ). Concomitant to this crystalline-to-crystalline transformation, a partial amorphization was also detected. All these changes became permanent upon completion the adsorption/desorption process.
Exposure of Solids 1 and 2 to concentrated ammonia solution (14%) led to two new partially amorphized phases, 3 and 4, respectively, with different water/ammonia content, but without any structural changes in the crystalline phases. The reaction with ammonia occurs via a different process in Compounds 1 and 2. While the particle sizes for 1 and 3 are quite similar,~1200 and 1400 Å, respectively, the adsorption of ammonia by Solid 2 provokes a significant reduction in the particle sizes, from 1190 Å, for Solid 2, to 758 Å for 4. This fact suggests a distinct hydrolytic mechanism that is corroborated by the higher uptake of guest species (NH 3 /H 2 O) observed for 4 than for 3 (9.5 NH 3 /H 2 O molecules vs. 5.5 molecules per formula for 4 and 3, respectively). 
Proton Conductivity
Based on the H-bonding interactions observed in the three compounds, ac impedance measurements were carried out on powdered samples in the temperature range 30-80 °C, and at two humidity values, 75% and 95% RH, in order to probe potential proton conductivity behavior. The proton conductivity study was carried out for all compounds except for the ammonia-containing products, which were highly hygroscopic materials and, therefore, their proton conductivity properties could not be reliably determined. The total pellet resistance (RT) were obtained from the intercept of the spike and/or the arc on the Z′ axis from the Nyquist plots ( Figures S6-S8 ). The overall pellet conductivities for all compounds are given in Figure 7 , in traditional Arrhenius format. As can be observed, both Solids 1 and 2 exhibit quite similar proton conductivity values, ~1.5 × 10 −5 S•cm −1 at 80 C and 95% RH. These values are highly humidity-dependent and dropped to 6.5 × 10 −7 S•cm −1 and 4.5 × 10 −7 S•cm −1 at 75% RH and 80 C for Compounds 1 and 2, respectively. According to their post-impedance TG curves (not shown) and powder X-ray diffractions ( Figures S9 and S10 ), these compounds demonstrated neither water uptake, nor structural changes during the proton conductivity measurements. In contrast, Compound 1deh rehydrates reversibly to yield Compound 1 during the equilibration time at 80 °C and 95% RH, before the proton conductivity measurements. Interestingly, the resulting rehydrated solid exhibits a higher proton conductivity value, 6.6 × 10 −5 S•cm −1 at 80 C and 95% RH, a half order of magnitude higher than for the "as synthetized" compound. The powder X-ray diffraction pattern of the sample post-impedance, Figure S11 , confirms the structural change and its rehydration and only minor variations in its TG curve ( Figure  2 ) are observed. Although the rehydrated compound shows the same water content as 1, the loss of lattice water starts at lower temperature, ~95 C, suggesting changes in the H-bonding interactions between the lattice water and the framework after rehydration. These subtle modifications may provoke variations in the acidity of phosphonic acid groups, which point toward the 1D channels, as well as in the water mobility, what could justify the proton conductivity enhancement for the 
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Materials and Methods

General Information
All water-soluble metal salts were commercial samples and were used without further purification. HDTMP [hexamethylenediamine-N,N,N′,N′-tetrakis(methylenephosphonic acid)] was synthesized according to literature procedures [30] or was obtained commercially (as Dequest 2051 from ThermPhos-Dequest, Louvain-La-Neuve-Sud, Belgium). Stock solutions of HNO3 or NH3 (1 M, and 5 M) were used for pH adjustments. In-house, deionized (DI) water was used for all syntheses. Microwave-assisted hydrothermal syntheses were carried out in a microwave oven (Anton Paar GmbH-Monowave 300, Anton Paar GmbH, Graz, Austria). Elemental analyses (C, H, N) were measured on a Perkin-Elmer 240 analyzer. Thermogravimetric analysis (TGA) data were recorded on an SDT-Q600 analyzer from TA instruments (TA instruments, Barcelona, Spain). The temperature varied from RT to 900 C at a heating rate of 10 C•min −1 . Measurements were carried out on samples in open platinum crucibles under air-flow. [12] , both of them showing similar pillared layered structures. It appears that the higher water content present in the channels of these materials, together with the longer alkyl chain in the Mg-ODTMP derivative induce more efficient H-bonding networks for the proton transfer processes, together with a higher structural flexibility.
Materials and Methods
General Information
All water-soluble metal salts were commercial samples and were used without further purification. HDTMP [hexamethylenediamine-N,N,N ,N -tetrakis(methylenephosphonic acid)] was synthesized according to literature procedures [30] or was obtained commercially (as Dequest 2051 from ThermPhos-Dequest, Louvain-La-Neuve-Sud, Belgium). Stock solutions of HNO 3 or NH 3 (1 M, and 5 M) were used for pH adjustments. In-house, deionized (DI) water was used for all syntheses. Microwave-assisted hydrothermal syntheses were carried out in a microwave oven (Anton Paar GmbH-Monowave 300, Anton Paar GmbH, Graz, Austria). Elemental analyses (C, H, N) were measured on a Perkin-Elmer 240 analyzer. Thermogravimetric analysis (TGA) data were recorded on an SDT-Q600 analyzer from TA instruments (TA instruments, Barcelona, Spain). The temperature varied from RT to 900 • C at a heating rate of 10 • C·min −1 . Measurements were carried out on samples in open platinum crucibles under air-flow.
Small Scale-Synthesis: High-Throughput Study
Synthesis conditions were screened by high-throughput methodology with a system previously reported [31, 32] . The aluminum autoclave block contains 36 Teflon-lined reaction chambers of 5 mL volume. Hydro/solvothermal reactions of HDTMP acid with Mg 2+ salt were carried out in H 2 O and DMF/H 2 O mixtures (2:1 v/v and 4:1 molar) and different metal/ligand molar ratios. A total filling volume of~3 mL per reactor was used. Routinely, the reaction block was heated to 130 • C for 3 days, except for one experiment that was run at 180 • C and a Mg:HDTMP molar ratio of 1:1 for 5 days in water. The reaction products were eventually filtered off, washed with water, and dried at 50 • C.
Hydrothermal reactions. The reaction mixture was prepared by mixing a 0.061 M aqueous solution of Mg(NO 3 
Synthesis Scale-Up
Once the synthesis conditions were optimized by high-throughput screening, reactions were scaled up in order to obtain sufficient quantities of products for further characterization. 
Microwave-Assisted Synthesis
The same synthetic conditions used for the scale-up of Compounds 1 and 2 under hydrothermal treatment were established for the microwave-assisted synthesis. The solutions obtained after adjusting the pH were poured into the microwave vials (V max = 30 mL) and heated with stirring at 140 or 180 • C, for Solids 1 and 2, respectively, and reaction times of 30, 60, and 120 min. The microwave power was fixed in 850 W for all experiments. The resulting solid was filtered off, washed twice with DI and acetone, and dried at 50 • C. Temperature, magnetron power, and pressure were recorded during the whole reaction process.
Gas Adsorption Characterization
The N 2 adsorption-desorption isotherms for 1 were measured in a Micromeritic ASAP 2020 apparatus (TA Instruments-Waters Cromatografía, S.A, Barcelona, Spain). The sample was degassed under high vacuum,~5 × 10 −6 bar, at 220 • C for 12 h. The N 2 isotherms, obtained at 77 K, were analyzed by the Brunauer-Emmett-Teller (BET) method. CO 2 adsorption isotherm for degassed 1 was obtained at 273 K and analyzed by the Dubinin-Radushkevich (DR) method [33] .
An amount of 200 mg of each Mg-HDTMP sample studied was placed in contact with ammonia vapors from an aqueous solution of 14 wt % of NH 3 
Structural Characterization
Laboratory X-ray powder diffraction (XRPD) patterns were collected on a PANanalytical X'Pert Pro diffractometer equipped with an X'Celerator detector (PANalytical B.V. Malvern Panalytical B.V., Almelo, The Netherlands). XRPD patterns corresponding to the single phases were auto-indexed using the DICVOL06 program [34] , and the space groups were derived from the observed systematic extinctions. The crystal structure of 1 and 2 was successfully solved following an ab initio methodology. The integrated intensities were extracted using the program DAJUST [35] , and the crystal structure were solved by direct methods using the program XLENS [36] . For Compound 1, a starting structural model containing a total of 31 atoms in the asymmetric part of the unit cell was obtained. For Solid 2, only a partial structural model containing all atoms except the carbon atoms from the alkyl chain, which were localized by difference of Fourier maps, was obtained. Both structural models were optimized by the Rietveld method [37] using the program GSAS [38] and the graphic interface EXPGUI [39] . The following soft constraints were imposed in order to preserve chemically reasonable geometries for the phosphonate, alkyl chain, and amine groups. The soft constrains were/PO 3 C tetrahedron/P-O (1.53(1) Å), P-C (1.80(1) Å), O···O (2.55(2) Å), O···C (2.73(2) Å), /N(CH 2 ) 3 amine group/N-C (1.50(1) Å), C···C (2.45(2) Å) and/alkyl chain/C-C (1.50(1) Å), C chain ···C chain (2.50(2) Å). No attempts to locate the H atoms were carried out due to the limited quality of the XRPD data. The crystal structure of 1deh was determined by the Rietveld method [37] using the structure of MgODTMP·2H 2 O·(DMF) 0.5 as a starting model [12] and soft constraints to maintain chemically reasonable geometries for the phosphonate and the alkyl chain.
Thermodiffractometric data for 1 was obtained for the sample loaded in an Anton HTK 1200N camera (Anton Paar GmbH, Graz, Austria) under static air. Data was collected at different temperature intervals, from room temperature up to 250 • C. A heating rate of 5 • C·min −1 and a delay time of 10 min to ensure thermal stabilization were used. The data acquisition range was 4-70 • (2θ), with a step size of 0.017 • and an equivalent counting time of 230 s per step. Crystallite sizes were calculated using Williamson-Hall plot using HighScore Plus v4.6a software (PANalytical B.V. Malvern Panalytical B.V., Almelo, The Netherlands) and LaB 6 as standard for the determination of the instrumental resolution function.
For Compound 1, in situ synchrotron powder diffraction data were collected on beamline BL04-MSPD under different pressures of CO 2 (up to~10 bar) and temperatures at ALBA Synchrotron (Barcelona, Spain). The measurements were carried out in the new ICP-ITQ-ICIQ-ALBA Capillary flow cell (Figure 8 ), which allows to perform high pressure (up to~15 bars) and high temperature experiments (up to 750 • C) and/or flow gas(es) during data acquisition and the gas flow, temperature and pressure are remotely controlled with the ITQ-ALBA cabinet. Synchrotron X-ray powder diffraction data was collected using a wavelength of λ = 0.6160 Å selected with a double-crystal Si (111) monochromator. The Debye-Scherrer configuration was used with the sample loaded in a borosilicate glass capillary with a diameter of 0.7 and a length of 6.7 mm. Patterns were collected over an angular range of 1.7-43 • (2θ) and an acquisition time of 100 s. 
Conductivity Characterization
Impedance measurements were carried out on cylindrical pellets (a diameter of ~5 mm and a thickness of ~1 mm). The pellets were pressed between porous C electrodes (Sigracet, GDL 10 BB, no Pt). The sample cells were placed inside a temperature-and humidity-controlled chamber (Espec SH-222) and connected to an AUTOLAB PGSTAT302N analyzer (Metrohm Autolab B.V., Utrecht, The Netherlands). AC impedance data were collected over the frequency range from 20 to 10 5 Hz with an applied voltage of 0.35 V. To equilibrate water content, pellets were first preheated (0.2 C/min) from 30 to 80 C and relative humidity values (RH) of 75 and 95%. Impedance spectra were recorded on cooling using stabilization times of 5 h for each temperature (80, 70, 60, 50, 40, and 30 C). Water condensation on sample was avoided by reducing first the relative humidity before decreasing temperature. All measurements were electronically controlled by the winDETA package of programs [40] .
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Conductivity Characterization
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